
 
 

 

 
 

   

 

 

 

Technical Data Sheet 

 
 
Product Name: Aurora PAC 
Product Description: Powdered Activated Carbon 
 
 

Quality 
Characteristic 

Typical Test 
Result 

Moisture Content 3-5 % 

Ash Content 12-15 % 

BET Surface Area >450 m2/g 

Iodine Number >350 mg/g 

D50 <15 µm 

Apparent Density 0.36 g/cm3 
22.5 lb/ft3 
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